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GLOVE SALVATEX LATEX EXAMINATION 
POWDERED 

 

 
 

 
 
 
 
 

ITEM TEST DATA 

Sizes & Palm width (mm) X- Small:     ≤ 80mm 

 Small:          85mm ±5 

 Medium:      95mm ±5 

 Large:          105mm ±5 

 X-Large:       ≥ 110 mm 

Weight (g/pc) X -Small:      4.5 ±0.2 

 Small:           5.0 ±0.2 

 Medium:      5.3± 0.2 

 Large:           6.0± 0.2 

Material Natural Latex 

Thickness (Single wall) Cuff:              0.08 ± 0.01 

 Palm:            0.11 ± 0.01 

 Finger:          0.13 ± 0.01 

Length ≥ 240 
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Features 
Non-sterile, Beaded Cuff end finishing, Smooth Texture, 
Ambidextrous, Powdered, Pre Powder-Surface Treatment 

Colour Natural  

Powder Content 120 mg/glove (max) 

Protein Content  150 mcg/glove (max) 

Freedom of holes Sampling Plan - ISO 2859-1  
Inspection Level - G 1  
AQL 1.5 

Manufacturing Standard & Certification Complies with ISO 9001:2015 and ISO 13485:2016 
Conforms to EN 455 & ASTM D 3578 Standard 
FSC COC Certification 
 

Break Force 
Before Aging ≥ 6 N 

After Aging ≥ 6 N 

Packaged 100 pieces per box 

Item code COGL-1075 (small) 

 COGL-1076 (medium) 

 COGL-1077 (large) 

 COGL-1078 (X-large) 
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